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Test Summary：

Remark: The client specifies the test method and requirement. The test results are only responsible for the received
samples.

C. C: YUNGSHANGSHOP

ADDRESS :(East Villa Area, Ligezhuang
Village)West of Square Avenue, Ligezhuang
Town, Jiaozhou District, Qingdao City,
Shandong
Province , Qingdao,Shandong,CN(China)

OVERALL RATING

PASS √                 

FAIL
DATA

/Sample Description:

Manufacturer’s Name: YUNGSHANGSHOP SKU I D::
Country of Origin: / Model No: /

/Tel: Destination: /
/Mail: qdyungshangjewelry@163.com SKC I D.:
/Batch Number: / SPU I D:

Previous Report No.: / Age Grade: /

Test Requested Regulation/Standard applied Conclusion

Total Lead Content
Annex XVll items 63 of the REACH Regulation (EC) No.1907/2006and its

amendment PASS
California Proposition 65.

ASTM F2999 Standard Consumer Safety Specification For Adult Jewerly

Total Cadmium Content
Annex XVll items 23 of the REACH Regulation (EC) No.1907/2006and its

amendment PASS
California Proposition 65.

ASTM F2999 Standard Consumer Safety Specification For Adult Jewerly
Nickel Release EN 1811:2023 & EN 12472:2020. PASS

ASTM F2999 Standard Consumer Safety Specification For Adult Jewerly
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Substances Regulation/Standard Requirements Results Rating

Lead Content

EC No.1907/2006,
REACH Annex XVII entry 63

< 0.05% (500 mg/kg)

M
SEE
DATA
SHEET

PASSCalifornia Proposition 65

Metal substrate ≤ 200 mg/kg for exemption of warning
statement

ASTM F2999

Electroplated metal with suitable under and finish
coats:6.0% (60,000 mg/kg);
Unplated metal 1.5% (15,000 mg/kg); Plastic or rubber,
including acrylic,polystyrene, plastic beads and stones,and
polyvinyl chloride:200 mg/kg;
Materials not otherwise classified 600 mg/kg;
Paint or surface coating 600 mg/kg

Cadmium Content

EC No.1907/2006,
REACH Annex XVII entry 23

Surface coating 0.1%(1000mg/kg); Paint :0.01% (100
mg/kg);
Plastic 0.01%(100 mg/kg) ;
Metal parts of jewelry & hair accessories 0.01% (100
mg/kg) M

SEE
DATA
SHEET

PASS

California Proposition 65
/ASTM F2999

Suggested matrix: metals including precious metals,
plastics & rubbers, coatings & prints,
synthetic leather : ≤ 300 mg/kg Exemption
Cubic zirconia (cubic zirconium, CZ), glass,
rhinestones or vitrified ceramics

Nickel Release

EC No.1907/2006,
REACH Annex XVII entry 27
EN 1811:2023 EN 12472:2020

0.5 μg / cm-2 ·/week
(Non-body piercing article)
<0.2 μg/ cm-2 ·/week (Body piercing article)

Note: According to EN 1811:2023, because of the
combined measurement uncertainty of 46%, an article is
non-compliant only when the nickel release is greater than
0.35 μg/cm²/week for piercing post assemblies and greater
than 0.88 μg/cm²/week for articles with direct and
prolonged skin contact.

M
SEE
DATA
SHEET

PASSCalifornia Proposition 65
/ASTM F2999
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TEST RESULT

Components/Parts Materials Plating/Color Remark
01 Ring metal Gold -

1.Total Lead content and Cadmium

Test Item(s) Unit Detection
limit

Result Permissible
limit01

Total Lead content (Pb) mg/kg 10 13.5 Pb<90
Total Cadmium content (Cd) mg/kg 10 ﹤10.0 Cd<75

2.Nickel Release

Limit: (Every trial) Less than 0.5 mcg/sq. cm/week

Note / Key :

“<” = Less than “>” = Greater than sq. cm = square centimeter(s)
mL = milliliter(s) mcg/sq. cm/week = microgram(s) per square centimeter per week

Note / Key :

“<” = Less than ND=Not detected
mg/kg = milligram(s) per kilogram = ppm = part(s) per million
10000 mg/kg = 1 % % = percent

- Result
Test Item(s) 01
Test Method European Standard EN 12472: 2020 and European Standard EN 1811: 2023.
Parameter Surface Area Volume of Test Solution Nickel (Ni) Release
Unit sq. cm mL mcg/sq. cm/week
Test Sample(s) / Trial(s) - - -
Trial 1 - Measurement 1 3.45 5.00 ﹤0.10
Trial 1 - Measurement 2 3.45 5.00 ﹤0.10
Trial 2 - Measurement 1 3.45 5.00 ﹤0.10
Trial 2 - Measurement 2 3.45 5.00 ﹤0.10
Trial 3 - Measurement 1 3.45 5.00 ﹤0.10
Trial 3 - Measurement 2 3.45 5.00 ﹤0.10

Conclusion PASS
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ORIGINAL SAMPLE

<END>


